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Å Slow cell degradation (particle growth) and excellent cycling stability1

Å Low-cost polymer sealing2

Objective: Determine the cathode reaction kinetics and further
improve the rate performance.
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I p
 (

A
)

V1/2 (V/s1/2)

Ip=3.2e-5+0.00176*V1/2

Cathode D (cm2/s)

NiCl2 1.9 10-8

NiBr2 1.0 10-8

NiI2 3.0 10-8

нbŀ/ƭ Ҍ bƛ όŘƛǎŎƘŀǊƎŜ ǎǘŀǘŜύ ҭ нbŀ Ҍ bƛ/ƭ2 (charge state)

Randles-SevcikȡὭ πȢττφσὲὊὃὅȾ

From Ni/NaCl to Ni/NaX(Br and I) Cathodes5

Br-/Cl- ion exchange:
xNaBr+ NaAlCl4Ú xNaCl+ NaAlBrxCl4-x

ÅConfirmed by LC-Mass result: x=0.24

Overall cell reaction:
2NaBrxClмҍx + Ni Ú 2Na + NiBr2xClнҍнx (Eo = 2.58 V)

Origin of Extra Discharge Plateau

Superior Rate Performance of NaBr/Ni

Cŀǎǘ {ŀƭǘ 5ƛǎǎƻƭǳǘƛƻƴ Ҧ wŀǘŜ 9ƴƘŀƴŎŜƳŜƴǘ

Challenge: Limited Rate Capability @ Lower T

Background: IT Na-MH Battery Technology
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5For more detailsof this work pleaserefer to: Zhanet al., Elucidatingthe role of
anionic chemistry towards high-rate intermediate-temperature Na-metal halide
batteries, EnergyStorageMaters., https://doi .org/10.1016/j .ensm.2019.08.021.

Ni/NaCl

Ni/NaBr
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PNNL solutions
ÅAnode Interface engineering

�¾Bilayer BASE design3

�¾Na/BASE wetting agents4

Slower diffusion: thin NiBr2 layer

Sample Solubility

NaCl 2.2 mol%

NaBr 6.6 mol%

NaI 2.4 mol%

Theoretical Reactions:

2NaCl + Ni Ú 2Na + NiCl2 

Eo = 2.60 V at 190°C

2NaBr + Ni Ú 2Na + NiBr2

Eo = 2.57 V at 190°C

2NaI + Ni Ú 2Na + NiI2

Eo = 2.46 V at 190°C

GITT:
Å Same IR drop of 0.013 V 

(1.3 Ohm) for D1 and D2
Å Extra overpotential for 

D2 possibly  from mass 
diffusion

XRD & Synchrotron HR-
XRD:
Å Different NaBrxCl�í�>�Æ

mixed phases identified
Å NiBr2xCl�î�>�îx rather than 

NiBr2 forms during 
charge

Diffusivity from CV

Solubility from ICP

??

Faster salt dissolution (rate-
determining step): high rate 
capability

Conclusions:
Å The NaBr/Ni cathode delivered 174 Wh/kg at 100 mA (~0.8C), which is 2.5 

times of conventional NaCl/Ni cells. 
Å The superior rate capability of NaBr/Ni is ultimately attributed to the faster 

sodium bromide salt dissolution, which enables easier Brҍanion transfer.
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